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01
B/E No. & Date C- 1 65 5 3 16. Date-12. I 0.2022.

File No. & Dote @e8to(?F), ofl r{-)eAoAo laB.

02 Name of Section Section-2

03 Decln red Commodigl Ntme
as per Invoice/BE

Invoice ltem

Lime Stone Lump Size: l0-30 CM

(Without Seal)

04 Methotl of Tesl/Analysis Phy. tests

C/LSI lest etc.

05

Physical & Chemical

Pruperties & Ingredients

Fouttd

Lump fotm.
White colour.
Insohtble in waler.
Reacts with dilLned mineral acids.

sp.g,'.,l
Limestone test:+Ve.

06
Result of Pbtsical /Chemicol

Test/Analysis
The supplied sample is "Limestone in lump form-"

07
Probable use of Imported

Goods.

It is used in lime and white cemenl nanufacturing industry and after
grinding it may be used in plastic, rubber, paint, paper etc industries.

08 Comments (lf my)

u It is broken to mdke it suitable for lransporting.

b At present st.tte it is not suitable.for use as concrete aggregate, road
metalinp or railway ballast.

c

/?vzr/n*5Dtzo/z\
Signature of Examiner

MtL Helal Hassan
Chemical Assistant

Custom House, Chattogram.
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