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Government of the People 's Republic of Bangladesh
Chemical Laboratory

ustom House. Chattosram.
Web: www.chc ov.bd/re rts

E-mail : chcchemi. lo boratorv@.smail.com
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Subject: Chemical Test Reoort,

Sampl.e Received On: 17.11.2022

Date o./ Delivery;

5 I 1613

2217

0t
B/E No. & Dqte c- 1 83 1 1 73, Date-17. 1 1.2022.

otfifrt,hy+ <nwfro 43sir rqRallky-q/ffi- t (fr ) / t:"-tb /so a, ofut-)i/ tt / |a

02 Nume of Section Section-8(C)

03 Declured Commodily
Name as per Invoice/BE

Invoice ltent
l. Unique Rubber White CX-100 (Sanple; 01 Boyunt)

01 Method o f Test/A nab) sis Phy. lesls
C/TSPI test etc

05
Physicrrl & Clrcmical
Properties & Ingredients
Fotuttl

Paste Jbrm.
White colour.
Charucteristic odour.
Dispersible in water.
Jp. gr. > I
TgpJ 7"51:+Ve.
Ingredients: Pigment (Titanium Dioxidel, Binder (Acrylic Poll,rner),
Solvent Ql/ater), Curing Agent, Additives etc.

06 Result of Physical
/C lt e mic nl Test/An aly s is

The supplied sample is "Tertile Screen Prinling Ink in paste fo n."

07 Probahle use of Imported
Gootls,

It is trsed in textile industrv

08 Comments (Il arry)
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it t'lti! rct,t ot or), pdtl ol this ! ntld nol ha Phlithcr! tuitho ptnt uPrkn'al oflhc atthoill-

Sample Tag No.

Test Report No:

File No, & Date

c

Signature of Examiner
Md. Helal Hassan
Chemical Assistant

Custom House, ChcttogTam.
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Government of the People's Republic of Bangladesh
Chemical Laboratory

Custo nt Hous e. Chatto sra m.

Web: www.chc.Eov bd/reports
E-mail : chcche mi. laboratorv(d.email,com
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Subject: Chemical Tesl Report,

Samltle Receit,ed On: 17. I I .2022

Dote of Delivery:

Sample Tag No

Test Report No.

5 I 1613

22 17

01
B/E No. & Dae C- 1 83 1 1 7 3. Date-]7. I 1.2022

"v,,fiRvfWr annfro c41" ffii.t -t ltzo.l'f-v (fr ) / t t ) b /'! o a, /a a

02 Nnme of Section Sectic.tn-8(C)

03 Declared Commodity
Name rc per Invoice/BE

lnvoice llent
2. Unique Rubber Clear CX-200
3. Extru Rubber

01 Met ho tl o f Te st/A naly sis Phv. tests
C.ACP test etc

05
Plrysictrl & Chemical
Properties & Ingredienls
Found

06 Result of Pltysical
/Chemical Te st/Analy sis

The supplied samples are "Acrylic Copolymer in primary form."

07 Probtble use of Impo ed
Goods.

These ore used in textile industry)

0u Comments (If any) b

c
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File No, & Date

Paste Jbrm.
Of.f-white colour.
Dispersible in water.
Sp.gr,> I
ACP test:+ Ve.

Ingredients: Acrylic Copctlymer, llater, Emulsifier.

SiEf ature of Exantiner
Md. Helal Hassan
Chemical Assistant

C ustom House, C hattogram.
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